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 CERTIFICATE OF ANALYSES  

TOTAL SULFUR 

(db) 

1.1% 
(-0.5; +0.5) 

G INDEX                

5:1 

75.0 
(-10; +10) 

AVERAGE QUALITY OF COAL STOCKPILE 

TOTAL 

MOISTURE (ar) 

3.2% 
     (-2.0; +2.0) 

 

ASH (db) 

18.5% 
      (-5.0; +5.0) 

  VOLATILE (daf) 

33.0% 
        (-2.0; +2.0) 

 

ETT_SP_20001 GENERAL INFORMATION 

CAPACITY OF 

STOCKPILE 

204.8 
THOUSAND 

TONNES 
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